
Below 1000 .......................................................................................... 20 to 40

1000 - 2000 including all Kraft ...................................................... 12 to 20
Recovery and Refuse-Fired Boilers

Above 2000 .......................................................................................... 10 to 12

* Deposit removed from the tube’s hot or furnace side using the mechanical scraping 
method (ASTM D3483 Method A). (1 g/ft2 = 1.07 mg/cm2)




